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Driveway Permit Packet 

DRIVEWAY APPLICATION REQUIREMENTS
The following is a guideline of requirements that need to be met along with the completed application. 

Application: 
• Completed application.

• Submit a digital copy of plat of survey, indicating location and size of driveway.

• It is the responsibility of the homeowner to communicate with the Homeowners Association regarding covenant
restrictions and requirements.

• Contact JULIE, INC. @ 1 (800) 892-0123 – Two (2) working days prior to digging to locate utilities.

Code Requirements : 

• The width of the approach from the curb to the property line cannot exceed (20’) twenty feet.

• The driveway or approach cannot be placed inside any easement.

• The driveway cannot be placed within (5’) five feet of the property line.

• The top surface must be sloped away from the building.

• Asphalt Only:

Minimum (3”) three inches hot mixed surface course with a minimum 8” eight inches compacted sub 
base. Typical per Illinois Department of Transportation. 

• Paver Only:

Brick pavers CANNOT be placed inside the public walk portion of the driveway. 

(The public walk  portion must be formed concrete (6”) six inches compacted gravel and (6”) six inches 
concrete.) 

Provide the installation requirements per manufacture with permit application. 

• Concrete Only:

Driveway - The concrete thickness must be a minimum of (5”) five inches. The gravel base thickness must 
be compacted a minimum of (5”) five inches. 

Approach - The concrete thickness must be a minimum of (6”) six inches. The gravel base thickness must 
be compacted a minimum of (6”) six inches. 

The use of (2 x 4) forms is not allowed. 

Welded wire reinforcing is required and must fully cover the area overlapping by (6”) six inches.  If you 
chose to use fiber mesh you must leave some sort indication at inspection or it will fail. 

Note:  Debris and water must be removed in all areas prior to concrete placement. 

Concrete cannot be poured when frost is present in the area of placement. 

Inspection: 

• Asphalt / Paver

A Final inspection is required to check the location of the driveway and approach. Pavers cannot 
be installed in the approach.

• Concrete

Pre-pour Inspection (The driveway/approach must be inspected prior to pouring the concrete). 

Fee: 

• The permit fee is $50 for driveways.

If the permit is not picked up within 30 days of approval it will be VOIDED and you will 
have to reapply.
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